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SECTION 02842M

DELINEATORS

Delete Article 1.3, Paragraph C and replace with the following:

C. ASTM A 1011: Steel, Sheet and Strip, Hot-Rolled, Carbon, Structural, High-
Strength Low-Alloy and High-Strength Low-Alloy with Improved Formability

Delete Article 2.1, Paragraph A and replace with the following:

A. Supply and galvanize posts as specified. ASTM A 1011, and AASHTO M 111.
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